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RAINBOW PIGMENT CO.LTD e RAINBOW PIGMENT CO.LTD T WAL
RM.807, NO.50 CHENG KUNG RD. TAINAN, TAIWAN RM.807, NO.50 CHENG KUNG RD. TAINAN, TAIWAN
The following sample(s) was/were submitted and identified by/on behalf of the client as : Test results by chemical method (Unit: mg/kg)
Wethod Result
‘Sample Description 1 INK Test Item (s): hesreped ;:': MDL
Stylefitem No. i JEAKIT-K IRSP-K IXAK-2,JAP-K LT-K J2R-K L2V-K S_Lm R >
Color : BLACK @) n 2
‘Semple Receiving Date : 2007/09/06 @) n 2
Testing Period : 2007/09106 TO 2007/9/12 na. 2
g =
g
> Dibromobiphenyl nd
Test Requested i th the RoHS Directive andits
) amendment dirctives Trbromobiphenyl nd.
[Tetrabromobiphenyl nd
Test Method : (1) With reference to BS EN 1122:2001, Method B for Cadmium Pentabromobiphenyl nd 5
Content. Analysis was performed by ICP-AES, Hexabromabiphenyl AL 5
(2) With reference to US EPA Method 30508 for Lead Content. Analysis [Fepabromobigheny ] na 5
was performed by ICP-AES. © nd 5
(3)  With reference to US EPA Method 3052 for Mercury Content. nd 5
Analysis was performed by ICP-AES Decabromabiphenyl nd 5
) e
(4)  With reference to IEC 62321, Ed.1 111/54/CDV. Determination of um of PBDES (Mono to Nona)(N ®) nd B
Hexavalent Chromium for non-metallic samples by UV/Vis. [Monobromobiphenyl ether nd 5
Spectrometry. ibromobipheny! ether nd 5
(5)  With reference to US EPA 3540C for PBBS/PBDES Content. Analysis Tribromobipheny! ether nd. 5
was performed by GC/MS. [Tetrabromobiphenyl ether nd 5
[Pentabromobiphenyl ether nd 5
Test Result(s) : Please refer to next page(s). [Hexabromobiphenyl ether na. 5
[Heptabromobiphenyl ether . 5
© h nd. 5
[Nonabromobiphenyl ether nd. 5
[Decabromabiphenyl ether na. 5
gy [Sum of PBDES (Mono to Deca) na. B
Signed for and on behalf of
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RAINBOW PIGMENT CO.LTD LLRLLLLU T RAINBOW PIGMENT CO,LTD SRR
RM807, NO.50 CHENG KUNG RD. TAINAN, TAIWAN RM807, NO.50 CHENG KUNG RD. TAINAN, TAIWAN
Note : 1. mgrkg = ppm -
2.n.d. = Not Detected
3. MDL = Method Detection Limit
4. According to 2008/747/EC DecaBDE is exempt
5.~ "= Not Regulated
** End of Report **
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